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1
SYSTEMS AND METHODS FOR PASSIVE
DEICING

FIELD

The present disclosure relates to systems and methods for
passive deicing.

BACKGROUND

Ice formation may be undesirable on a variety of appara-
tuses that are exposed to atmospheric conditions. For
instance, ice formation on aircraft may disturb the aerody-
namics of airfoils, for example affecting laminar flow and
weight distribution, and thus is generally regarded as unde-
sirable.

Ice may form under icing conditions, i.e., atmospheric
conditions in which the air contains droplets of supercooled
liquid water. Icing conditions are characterized quantitatively
by the average droplet size, the liquid water content of the air,
the air temperature, and the temperature of exposed surfaces.
Supercooled liquid water is water that is below the freezing
point but still remains liquid. Normally, water would freeze at
the freezing point but atmospheric droplets may remain liquid
if, for example, the droplet has no contaminants to nucleate
ice formation. When a supercooled water droplet encounters
a cold surface, the droplet immediately solidifies and forms
ice.

Typical solutions to resist ice formation include heating the
exposed surfaces that are sensitive to ice, mechanically
deforming a portion of the exposed surfaces, and applying a
deicing fluid. Each of these solutions is an active mechanism,
with the attendant burdens of control, monitoring, mainte-
nance, and/or weight.

Icephobic surfaces typically are, or are designed similarly
to, superhydrophobic surfaces and/or coatings and hence are
relatively delicate. Such coatings and/or surfaces typically
are not suitable for harsh environments where ice formation is
common. Airfoils may experience even more extreme condi-
tions, rendering existing icephobic solutions even less suit-
able.

Hence, there is a need for passive icephobic systems that
resist ice formation in harsh environments.

SUMMARY

Systems for passive deicing may comprise apparatuses,
such as vehicles, which include a passive deicing structure
with one or more ice nucleating zones. Ice nucleating zones
generally are configured, preselected, and/or arranged to
selectively form ice on and/or near the ice nucleating zone.
Also, ice nucleating zones generally are configured, prese-
lected, and/or arranged to form ice that is weakly adherent to
the passive deicing structure and, hence, may be removed by
subjecting the formed ice to a sufficient shear force from air
flowing across the passive deicing structure. Generally, ice
nucleating zones include nucleating particles, typically min-
erals, configured, preselected, and/or arranged to nucleate ice
formation at the ice nucleating zone.

Passive deicing structures also may include one or more ice
resisting zones that may be configured, preselected, and/or
arranged to resist ice formation, to repel water and/or ice
impinging the surface, and/or to promote less ice formation
than ice nucleating zones. Generally, passive deicing struc-
tures may include a pattern of ice nucleating zone(s) and ice
resisting zone(s).
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Passive deicing structures, ice nucleating zones, and/or ice
resisting zones may be formed at a location and/or in an
arrangement to facilitate deicing of a surface when the surface
is subject to shear force. Ice nucleating zones may be formed
by coating and/or finishing a surface, for example by adher-
ing, exposing, and/or forming nucleating particles at the sur-
face. Ice resisting zones may be formed, e.g., by coating, with
essentially no nucleating particles.

Deicing an apparatus with a passive deicing structure may
include forming an ice feature on an ice nucleating zone on a
surface of the apparatus and then subjecting the surface to
shear force from air flowing across the surface to remove the
ice feature from the apparatus. The shear force may be, for
example, the force of air encountered during flight.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a schematic representation of apparatuses with
passive deicing structures according the present disclosure.

FIG. 2 is an illustrative, non-exclusive example of appara-
tuses with passive deicing structures.

FIG. 3 is a schematic, profile view of illustrative, non-
exclusive examples of airfoils with a passive deicing struc-
ture.

FIG. 4 is a schematic, perspective view of an illustrative,
non-exclusive example of passive deicing structures on an
airfoil.

FIG. 5 is a schematic top view of another illustrative,
non-exclusive example of passive deicing structures on an
airfoil.

FIG. 6 is a schematic representation of methods to form
passive deicing structures.

FIG. 7 is a schematic representation of methods to pas-
sively deice an apparatus.

DESCRIPTION

FIGS. 1-5 illustrate apparatuses 10, passive deicing struc-
tures 30, and components thereof. Elements that serve a simi-
lar, or at least substantially similar, purpose are labeled with
numbers consistent among the figures. Like numbers in each
of FIGS. 1-5, and the corresponding elements, may not be
discussed in detail herein with reference to each of FIGS. 1-5.
Similarly, all elements may not be labeled in each of FIGS.
1-5, but reference numerals associated therewith may be used
for consistency. Elements, components, and/or features that
are discussed with reference to one or more of FIGS. 1-5 may
be included in and/or used with any of FIGS. 1-5 without
departing from the scope of the present disclosure. In general,
elements that are likely to be included are illustrated in solid
lines, while elements that may be optional or alternatives are
illustrated in dashed lines. However, elements that are shown
in solid lines are not necessarily essential, and an element
shown in solid lines may be omitted without departing from
the scope of the present disclosure.

FIG. 1 is a schematic representation of apparatuses 10 that
are configured, preselected, and/or arranged for icephobic
performance. Icephobic refers to a surface, a structure, and/or
a system that resists ice formation and/or attachment. Con-
ventional icephobic systems reduce, or prevent, ice formation
along the entire icephobic surface. In contrast, the present
disclosure describes passive deicing structures 30 which
incorporate one or more ice nucleating zones 32, zones con-
figured, preselected, and/or arranged to promote ice forma-
tion. Passive deicing structures 30 do not require, as active
deicing structures do, the repeated application of energy and/
or substances to resist, to control, and/or to remove ice. The
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ice nucleating zones 32 are configured, preselected, and/or
arranged to cause ice to form in a controlled manner and/or in
one or more predetermined locations. In doing so, ice forma-
tion is controlled to allow easy and/or automatic ice removal
from the passive deicing structure 30. Hence, passive deicing
structures 30 have a global icephobic effect (e.g., little ice
accumulation) even though ice may be formed locally, and
purposefully, in the ice nucleating zones 32.

Apparatuses 10 include a body 12 with an exposed surface
14 that is exposed to the atmosphere. The exposed surface 14
includes a passive deicing structure 30 that includes one or
more ice nucleating zones 32. The apparatus 10 may be a
vehicle 20, a wind turbine, a building, a tower, a mast, a pylon,
and/or a component thereof, or any other structure exposed to
the elements and for which icephobic performance is desired.
Illustrative, non-exclusive examples of vehicles 20 include an
aircraft (as illustrated in FIG. 2), an airplane, a rotorcraft, an
unmanned aerial vehicle, a watercraft, and a land-craft. The
body 12 may be the apparatus 10 and/or may be a component
of the apparatus 10. For example, the body 12 may be an
airfoil 16, an aerodynamic component, a wing 22, a tailplane
26, a horizontal stabilizer, a vertical stabilizer 28, a fuselage,
a propeller blade, a rotor blade, turbine blade, an engine
cowling, a hull, a casing, a windshield, a nose cone, a radome,
and/or a superstructure. The exposed surface 14 generally is
configured for exposure to the environment and may be con-
figured for aerodynamic performance, e.g., the exposed sur-
face 14 may be an aerodynamic surface and/or an airfoil
surface.

Passive deicing structures 30 are configured to accrete ice
that is easily removed, e.g., by a force applied to the accreted
ice. Generally, the force to remove the accreted ice is a force
encountered by the passive deicing structure 30 and/or the
exposed surface 14 in use. For example, the force may be, or
include a component that is, shear force, wind, gravity, cen-
trifugal force, and/or mechanically applied force (e.g., by a
wiper). As an illustrative, non-exclusive example, the exterior
of aircraft structures may experience significant shear force
of air due to flight and/or other motion (e.g., propeller
motion). During flight, passive deicing structures 30 may
selectively cause ice to form, and accrete, in a controlled
manner and/or in a predetermined location. In this example,
the passive deicing structures 30 also are configured to shed
the selectively accreted ice by the shear force of air across the
passive deicing structures 30.

Passive deicing structures 30 may be a layer of the exposed
surface 14, and/or may be integrally formed with the exposed
surface 14. The passive deicing structure 30 is configured,
preselected, and/or arranged to selectively form ice, which is
weakly adherent to the passive deicing structure 30. For
instance, the passive deicing structure 30 may be configured,
preselected, and/or arranged such that an ice feature formed
on the passive deicing structure 30 may be removed by sub-
jecting the ice feature to a sufficient shear force from air
flowing (e.g., air flow 50) across the passive deicing structure
30, for example air flow 50 corresponding to flight and/or
wind. The ice feature may be sheared away by a relative air
speed of greater than 50 km/h, 100 km/h, 200 km/h, 400 km/h,
600 km/h, 800 km/h, 1,000 km/h, 1,200 km/h, 1,500 km/h, or
2,000 km/h, and/or less than 3,000 km/h, 2,000 km/h, 1,500
km/h, 1,200 km/h, 1,000 km/h, 800 km/h, 600 km/h, 400
km/h, or 200 km/h.

The passive deicing structure 30 includes one or more ice
nucleating zones 32—a surface zone of the passive deicing
structure 30 that is configured, preselected, and/or arranged to
nucleate ice formation. For example, ice nucleating zones 32
may be configured, preselected, and/or arranged to promote
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ice and/or frost formation on the ice nucleating zone 32. As
another example, ice nucleating zones 32 may be configured,
preselected, and/or arranged to transform supercritical water
(e.g., vapor and/or supercooled liquid water droplets) that
contacts the ice nucleating zone 32 into ice. And, as discussed
with respect to the passive deicing structure 30, ice nucleating
zones 32 may be configured, preselected, and/or arranged for
selective formation of an ice feature that facilitates deicing of
the apparatus when the ice feature is subjected to shear force.
Ice nucleating zones 32 may be robust, rigid, and/or tough, at
least configured to withstand shear forces that may remove
ice features.

Ice nucleating zones 32 may be configured, preselected,
and/or arranged to form disordered and/or weakly adherent
ice. Generally, the ice formed on an ice nucleating zone 32 is
disordered and/or weakly adherent. For example, the ice
formed may include ice crystals of random orientations; ice
crystals with multiple domains, defects, faults, dislocations,
inclusions, and/or voids; and/or groups, or amalgamations, of
ice crystals, e.g., disordered groups and/or groups with little
or no long range order. The ice formed may be granular,
fragmented, irregular, flaked, and/or microcrystalline. Gen-
erally, the ice formed is not tightly packed and may include
air, voids, and/or other inclusions. Ice that is disordered and/
or weakly adherent (to itself and/or the ice nucleating zone
32), generally is susceptible to removal by a shear force from
air flowing over the ice nucleating zone 32.

Ice nucleating zones 32 may include nucleating particles
40, which may be exposed to the atmosphere at the exposed
surface 14, and/or may include surface features and/or chem-
istries that promote ice nucleation. Nucleating particles 40
may be configured, preselected, and/or arranged to nucleate
ice on the ice nucleating zone 32 and may be configured,
preselected, and/or arranged to nucleate disordered and/or
weakly adherent ice. Nucleating particles 40 may include at
least one of spheroids, nanoparticles, platelets, and flakes.
Nucleating particles 40 may include organic and/or inorganic
compositions and may include, or be, one or more of dust, a
mineral, a clay mineral, a silicate, an aluminum silicate, a
phyllosilicate, a tectosilicate, feldspar, kaolinite, montmoril-
lonite, sulfur, and sulfuric acid. Nucleating particles 40 may
have an average effective diameter of less than 100 um, 50
um, 20 pm, 10 pm, 5 pm, 2 pm, 1 pm, 500 nm, 400 nm, 300
nm, 200 nm, or 100 nm, and/or greater than 100 nm, 200 nm,
300 nm, 400 nm, 500 nm, or 1 um. Nucleating particles 40
may be bound and/or adhered to the surface of the ice nucle-
ating zone 32 and/or may have been exposed and/or formed
by sanding, grinding, ablating, abrading, ruling, etching, and/
or stippling at least part of the exposed surface 14 and/or a
layer of the exposed surface 14.

Ice nucleating zones 32 may be rough, wettable, and/or
hydrophilic. The rough, wettable, and/or hydrophilic surface
may promote ice nucleating. As used herein, wetting is the
ability of liquid water to maintain contact with a solid surface,
resulting from intermolecular interactions between the water
and the surface. The degree of wetting is determined by a
force balance between adhesive and cohesive forces. A wet-
table surface may also be described as a hydrophilic surface
and a non-wettable surface may also be described as a hydro-
phobic surface. Wetting typically is characterized by the con-
tact angle of a drop of water on the surface. The contact angle
is the angle at which the liquid-vapor interface of the drop
meets the solid-liquid interface. The contact angle is deter-
mined by the resultant between adhesive and cohesive forces.
As the tendency of a drop to spread out over a flat, solid
surface increases, the contact angle decreases. Thus, the con-
tact angle provides an inverse measure of wettability.
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Hydrophilic surfaces typically are defined by a water con-
tact angle at the surface of 90° or less. Hydrophilic surfaces
may have polar, ionic, and/or hydrophilic surface chemistries,
and/or may have a high surface energy for water contact.
Hydrophilic surfaces generally are wettable and may include
macroscopic and/or microscopic surface structure to promote
wetting (e.g., ridges and/or grooves that promote capillary
action). The surface roughness, including optional nucleating
particles 40, may be large enough to promote wetting, hydro-
philic interactions, and/or ice nucleation, and/or may be small
enough to avoid interference with aerodynamic performance.
For example, the average surface roughness of an ice nucle-
ating zone 32 may be less than 3,000 nm, 1,000 nm, 300 nm,
100 nm, or 30 nm, and/or greater than 10 nm, 30 nm, 100 nm,
300 nm, or 1,000 nm. The average surface roughness of a
surface is the arithmetic average of the absolute vertical
deviations from the mean local profile.

Ice nucleating zones 32 may be formed by surface treat-
ment such as coating, sanding, grinding, ablating, abrading,
ruling, etching, and/or stippling at least part of the exposed
surface 14 and/or a layer of the exposed surface 14. For
example, ice nucleating zones 32 may be formed by coating
the exposed surface 14 with a coating material 38, optionally
including nucleating particles 40 (e.g., a mineralized coat-
ing). The coating material 38 may have a weight percent of
less than 20%, 10%, 5%, 3%, 2%, 1%, 0.5%, 0.3%, or 0.1%
and/or greater than 0.01%, 0.03%, 0.1%, 0.3%, 0.5%, or 1%
of'the nucleating particles 40. The coating material 38 may be
applied to the exposed surface in a conventional manner such
as spraying and/or by applying an applique or similar pre-
formed layer to the exposed surface. The coating material 38
and/or the ice nucleating zones 32 may be, or may include, a
thin film, an inorganic structure, a surface treatment, a con-
version coating, a thermal spray coating, an electro-spray
coating, an in-mold coating, an oxide film, a powder coating,
and/or a ceramic coating. Illustrative, non-exclusive
examples of coating materials 38 include paint, sealant, resin,
epoxy, top coat, lacquer, a polymer coating, an acrylic coat-
ing, and/or a polyurethane coating.

Icenucleating zones 32 and/or the passive deicing structure
30 may include macroscopic surface structure 42 that is con-
figured, preselected, and/or arranged to assist ice nucleation,
weak adherence ofice, and/or removal of ice features by shear
forces. Surface structures 42 are macroscopic, not micro-
scopic or nanoscale features, and typically are visible as
surface features, texture(s), and/or pattern(s). Smaller scale
features, such as surface roughness, may be present in con-
junction with surface structures 42. Surface structures 42 are
ice promoting generally and are not specifically hydrophobic
or superhydrophobic. Illustrative, non-exclusive examples of
surface structures 42 include ridges, ribs, protrusions,
dimples, grooves, channels, and/or concavities.

Icenucleating zones 32 and/or the passive deicing structure
30 may cover any suitable fraction of the exposed surface 14.
For example, the passive deicing structure 30 and/or one or
more ice nucleating zones 32 may cover all, substantially all,
a majority, a minority, less than 50%, less than 33%, less than
25%, less than 20%, less than 15%, less than 10%, or less than
5% of the exposed surface 14. Where the passive deicing
structure 30 includes a plurality of ice nucleating zones 32,
one or more ice nucleating zones 32 may be spaced apart,
abutting, and/or adjacent another ice nucleating zone 32. For
example, two ice nucleating zones 32 that differ in structure
and/or composition may abut each other.

Ice nucleating zones 32 may be elongated, with a length 44
along the elongated direction and a width 46 perpendicular to
the elongated direction. The length 44 may be larger than the

10

15

20

25

30

35

40

45

50

55

60

65

6

width 46, and may be much larger than the width 46. For
example, the length 44 to width 46 ratio may be greater than
2,5, 10,30, 100, 300, or 1000. The length 44 may be greater
than0.1m,03m, 1 m,2m,3m,5m, 10m, or 20 m. The width
46 may be less than 30 cm, 20 cm, 10 cm, 5 cm, 3 cm, 2 cm,
1 cm, or 0.5 cm.

In some instances, the body 12 includes an airfoil 16 with
a leading edge 18, as illustrated in FIG. 3. On an airfoil
without a deicing mechanism, ice tends to form near the
leading edge. Passive deicing structures 30 generally are
located at, and/or proximate to, locations where ice would
otherwise form. Hence, passive deicing structures 30 and/or
at least one ice nucleating zone 32 may be at, and/or proxi-
mate to, the leading edge 18. For example, the passive deicing
structure 30 and/or at least one ice nucleating zone 32 may
abut and/or may include the leading edge 18. Even when
proximate to the leading edge 18, the passive deicing struc-
ture 30 and/or the ice nucleating zones 32 do not necessarily
abut or include the leading edge 18. Ice nucleating zones 32
may be oriented with respect to the leading edge 18. For
example, when elongated, the elongated direction(s) may be
independently oriented parallel, substantially parallel,
oblique, perpendicular, and/or substantially perpendicular to
the leading edge 18.

In addition to one or more ice nucleating zones 32, passive
deicing structures 30 may include one or more ice resisting
zones 34. Ice resisting zones 34 may be configured, prese-
lected, and/or arranged to resist ice formation, to repel water
and/or ice impinging the surface, and/or to promote less ice
formation than ice nucleating zones 32. Ice resisting zones 34
may be poorly wettable, hydrophobic, superhydrophobic,
and/or icephobic. Hydrophobic surfaces typically are defined
by a water contact angle at the surface of greater than 90°.
Hydrophobic surfaces may have non-polar and/or hydropho-
bic surface chemistries, and/or may have a low surface energy
for water contact. Hydrophobic surfaces generally are not
highly wettable and may include macroscopic and/or micro-
scopic surface structure to deter wetting (e.g., non-polar
regions and/or asperities). Superhydrophobic surfaces are
highly hydrophobic surfaces and typically are defined by a
water contact angle at the surface of greater than 150°. Supe-
rhydrophobic surfaces typically include nanostructure, hier-
archical surface structure, low adhesion coatings and/or lubri-
cating coatings.

Ice resisting zones 34 may include essentially no nucleat-
ing particles 40 and may have an average surface roughness
less than one or more ice nucleating zones 32. For example,
the average surface roughness may be less than 1,000 nm, 300
nm, 100 nm, 30 nm, or 10 nm. The absence of large-scale
surface roughness does not preclude nanoscale roughness and
nanostructure, as may be included on superhydrophobic sur-
faces. Ice resisting zones 34 may be less wettable than one or
more ice nucleating zones 32. Ice resisting zones 34 may be
less hydrophilic than one or more ice nucleating zones 32.

Generally, ice resisting zones 34 are located apart from the
leading edge 18 of an airfoil 16. Ice resisting zones 34 may be
separated from the leading edge 18 by one or more ice nucle-
ating zones 32 (e.g., one or more ice nucleating zones 32 are
between the leading edge 18 and one or more ice resisting
zones 34). Ice resisting zones 34 may be aligned with one or
more ice nucleating zones 32. Ice resisting zones 34 may be
oriented with respect to one or more ice nucleating zones 32
and/or the leading edge 18 of an airfoil 16. Ice resisting zones
34 may be elongated with an elongated direction that may be
independently oriented parallel, substantially parallel,
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oblique, perpendicular, and/or substantially perpendicular to
one or more ice nucleating zones 32 and/or the leading edge
18.

Ice resisting zones 34 generally are adjacent to one or more
ice nucleating zones 32 and may abut one or more ice nucle-
ating zones 32. For example, ice resisting zones 34 may
surround one or more ice nucleating zones 32. The ice resist-
ing zones 34 and the ice nucleating zones 32, or a subset
thereof, may be in a predetermined pattern (e.g., an alternat-
ing pattern, a stripe pattern, a checkerboard pattern, a spotted
pattern, a tessellation pattern). The pattern of ice resisting
zones 34 and ice nucleating zones 32 may be configured,
preselected, and/or arranged for selective formation of ice
features in a manner and/or location that facilitates deicing
when the ice features are subjected to shear force. For
example, ice resisting zones 34 may provide space for ice that
forms on adjacent ice nucleating zones 32 to shear off of the
exposed surface 14 without encountering significant resis-
tance from neighboring accumulated ice. Hence, an ice resist-
ing zone 34 may be configured to be ‘downstream’ of an ice
nucleating zone 32 relative to the direction of the locally
prevalent shear force. FIGS. 4 and 5 illustrate two different
patterns of ice nucleating zones 32 and/or ice resisting zones
34 as may be formed on airfoils 16, with FIG. 4 showing an
alternating, abutting stripe pattern and FIG. 5 showing a
swept wedge/stripe pattern. In both FIGS. 4 and 5, the airflow
50 provides a shear force that may push ice that may form on
an ice nucleating zone 32 toward an ice resisting zone 34
located downstream in the airflow 50.

FIG. 6 schematically illustrates methods of manufacturing
80, also referred to as methods of forming. Passive deicing
structures (e.g., passive deicing structures 30) may be manu-
factured by forming 82 one or more ice nucleating zones (e.g.,
an ice nucleating zone 32) on a surface (e.g., an exposed
surface 14). Passive deicing structures, and components
thereof, may be formed at a location and/or in an arrangement
to facilitate deicing of the surface when the surface is sub-
jected to shear force. For example, ice nucleating zones may
be formed at a position on the surface to selectively form an
ice feature that facilitates deicing of the surface when the ice
feature and/or the surface is subjected to shear force.

Forming 82 one or more ice nucleating zones may include
coating the surface with a nucleating coating material (e.g.,
coating material 38) including nucleating particles such as
nucleating particles 40. Coating the surface may bond and/or
adhere nucleating particles to the surface. The nucleating
coating material may include, or be, a thin film, an inorganic
structure, a surface treatment, a conversion coating, a thermal
spray coating, an electro-spray coating, an in-mold coating,
an oxide film, a powder coating, and/or a ceramic coating.
Ilustrative, non-exclusive examples of nucleating coating
material include paint, sealant, resin, epoxy, top coat, lacquer,
a polymer coating, an acrylic coating, and/or a polyurethane
coating. Forming 82 may include finishing the surface and/or
treating the surface, for example by sanding, grinding, ablat-
ing, abrading, ruling, etching, and/or stippling. Finishing the
surface may form and/or expose nucleating particles at the
surface.

Methods of manufacturing 80 may include forming 84 one
or more ice resisting zones (e.g., an ice resisting zone 34) on
the surface. Ice resisting zones may be formed adjacent to,
and optionally abutting, one or more ice nucleating zones.
Additionally or alternatively, ice nucleating zones may be
formed adjacent to, and optionally abutting, one or more ice
resisting zones.

Forming 84 one or more ice resisting zones may include
coating the surface with a resisting coating material (e.g.,
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coating material 38 without any nucleating particles 40). The
resisting coating material may include, or be, a thin film, an
inorganic structure, a surface treatment, a conversion coating,
athermal spray coating, an electro-spray coating, an in-mold
coating, an oxide film, a powder coating, and/or a ceramic
coating. Illustrative, non-exclusive examples of resisting
coating material include of paint, sealant, resin, epoxy, top
coat, lacquer, a polymer coating, an acrylic coating, and/or a
polyurethane coating. The resisting coating material may be
essentially free of nucleating particles, such as nucleating
particles 40, and/or may have a weight percent of nucleating
particles that is less than 0.1%, 0.01%, 0.001%, or 0.0001%.

FIG. 7 schematically illustrates methods of passively deic-
ing 100. An apparatus (e.g., apparatus 10) may be deiced by
selectively forming 102 an ice feature on and/or near one or
more ice nucleating zones (e.g., ice nucleating zones 32) on a
surface (e.g., exposed surface 14) of the apparatus. The appa-
ratus may then be deiced by subjecting 104 the surface to
shear force from air flowing across the surface to remove the
ice feature from the apparatus. The subjecting 104 may
include subjecting the surface to wind and/or air flow due to
flight. For example, the subjecting 104 may include moving
the apparatus with an air speed, or subjecting the apparatus to
wind of speed, greater than 50 km/h, 100 km/h, 200 km/h, 400
km/h, 600 kmv/h, 800 knv/h, 1,000 km/h, 1,200 km/h, 1,500
km/h, or 2,000 km/h, and/or less than 3,000 km/h, 2,000
km/h, 1,500 km/h, 1,200 km/h, 1,000 km/h, 800 km/h, 600
km/h, 400 knv/h, or 200 km/h.

Methods of passively deicing 100 may include determin-
ing 106 the placement of a plurality of ice nucleating zones
and/or a plurality of ice resisting zones on a surface of an
apparatus. The placement may permit selective formation of
anice feature that facilitates deicing of the apparatus when the
ice feature is subjected to shear force. Methods of passive
deicing may include positioning 108 one or more of the
plurality of ice nucleating zones and/or one or more of the ice
resisting zones on the surface according to the placement.

Tustrative, non-exclusive examples of inventive subject
matter according to the present disclosure are described in the
following enumerated paragraphs:

Al. An apparatus comprising:

a body with an exposed surface that is exposed to the
atmosphere;

wherein the exposed surface includes a passive deicing
structure that includes an ice nucleating zone, and optionally
wherein the ice nucleating zone is configured, preselected,
and/or arranged to cause ice to form in a controlled manner
and/or in one or more predetermined locations on the passive
deicing structure.

A2. The apparatus of paragraph A1, wherein the ice nucle-
ating zone is configured, preselected, and/or arranged to
transform supercritical water that contacts the ice nucleating
Zone into ice.

A2.1. The apparatus of paragraph A2, wherein the ice
nucleating zone is configured, preselected, and/or arranged to
transform supercritical water that contacts the ice nucleating
zone into ice that includes ice crystals that are randomly
oriented.

A2.2. The apparatus of any of paragraphs A2-A2.1,
wherein the ice nucleating zone is configured, preselected,
and/or arranged to transform supercritical water that contacts
the ice nucleating zone into ice that includes a disordered
group of ice crystals.

A3. The apparatus of any of paragraphs A1-A2.2, wherein
the ice nucleating zone is configured, preselected, and/or
arranged to promote ice and/or frost formation on the ice
nucleating zone.
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A4. The apparatus of any of paragraphs A1-A3, wherein
the ice nucleating zone is configured, preselected, and/or
arranged for selective formation of an ice feature that facili-
tates deicing of the apparatus when the ice feature is subjected
to shear force, optionally shear force of air.

AS. The apparatus of any of paragraphs Al-A4, wherein
the ice nucleating zone includes nucleating particles.

AS.1. The apparatus of paragraph AS, wherein the nucle-
ating particles are configured, preselected, and/or arranged to
nucleate ice on the ice nucleating zone and/or passive deicing
structure and optionally wherein the nucleating particles are
configured, preselected, and/or arranged to nucleate disor-
dered and/or weakly adherent ice.

AS5.2. The apparatus of any of paragraphs AS5-AS.1,
wherein the nucleating particles include at least one of sphe-
roids, nanoparticles, platelets, and flakes.

AS5.3. The apparatus of any of paragraphs AS5-AS.2,
wherein the nucleating particles include organic and/or inor-
ganic compositions.

AS5.4. The apparatus of any of paragraphs AS5-AS.3,
wherein the nucleating particles include, or are, one or more
of dust, a mineral, a clay mineral, a silicate, an aluminum
silicate, a phyllosilicate, a tectosilicate, feldspar, kaolinite,
montmorillonite, sulfur, and sulfuric acid.

AS.5. The apparatus of any of paragraphs AS5-AS5.4,
wherein the ice nucleating zone includes nucleating particles
bound to a surface of the ice nucleating zone.

AS5.6. The apparatus of any of paragraphs AS5-AS.S,
wherein the ice nucleating zone is formed by coating at least
part of the exposed surface with a coating including nucleat-
ing particles.

AS5.7. The apparatus of any of paragraphs AS5-AS.6,
wherein the ice nucleating zone is formed by exposing nucle-
ating particles at the exposed surface by at least one of sand-
ing, grinding, ablating, abrading, ruling, etching, and stip-
pling at least part of the exposed surface.

A6. The apparatus of any of paragraphs A1-AS5.7, wherein
the ice nucleating zone is formed by at least one of sanding,
grinding, ablating, abrading, ruling, etching, and stippling at
least part of the exposed surface.

A7. The apparatus of any of paragraphs A1-A6, wherein
the ice nucleating zone has a rough, wettable, and/or hydro-
philic surface.

AS8. The apparatus of any of paragraphs A1-A7, wherein
the ice nucleating zone has an average surface roughness of
less than 3,000 nm, 1,000 nm, 300 nm, 100 nm, or 30 nm,
and/or greater than 10 nm, 30 nm, 100 nm, 300 nm, or 1,000
nm.
A9. The apparatus of any of paragraphs A1-A8, wherein
the ice nucleating zone includes a mineralized coating on the
exposed surface.

A10. The apparatus of any of paragraphs A1-A9, wherein
the ice nucleating zone includes macroscopic surface struc-
ture, optionally wherein the macroscopic surface structure
includes at least one of a ridge, a rib, a protrusion, a dimple, a
groove, a channel, and a concavity.

Al1. The apparatus of any of paragraphs A1-A10, wherein
the ice nucleating zone covers a fraction of a surface area of
the exposed surface, wherein the fraction is substantially all,
a majority, a minority, less than 50%, less than 33%, less than
25%, less than 20%, less than 15%, less than 10%, or less than
5% of the exposed surface.

A12. The apparatus of any of paragraphs A1-A11, wherein
the passive deicing structure includes a plurality of ice nucle-
ating zones, optionally a plurality of spaced apart ice nucle-
ating zones.
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A13. The apparatus of any of paragraphs A1-A12, wherein
the ice nucleating zone has an elongated direction and has a
length, parallel to the elongated direction, and a width, per-
pendicular to the elongated direction.

A13.1. The apparatus of paragraph A13, wherein the length
is greater than 0.1 m, 0.3 m, 1 m, 2 m, 3 m, 5 m, 10 m, or 20
m.
A13.2. The apparatus of any of paragraphs A13-A13.1,
wherein the width is less than 30 cm, 20 cm, 10 cm, 5 cm, 3
cm, 2 cm, 1 cm, or 0.5 cm.

Al4. The apparatus of any of paragraphs Al-Al13.2,
wherein the body includes an aerodynamic component and/or
an airfoil that has a leading edge.

Al4.1. The apparatus of paragraph Al4, wherein the ice
nucleating zone is proximate the leading edge.

Al14.2. The apparatus of any of paragraphs Al-Al4.1,
wherein the ice nucleating zone is elongated with an elon-
gated direction oriented at least one of parallel, substantially
parallel, oblique, perpendicular, and substantially perpen-
dicular to the leading edge.

Al14.3. The apparatus of any of paragraphs A14-A14.2,
wherein the ice nucleating zone includes the leading edge.

Al4.4. The apparatus of any of paragraphs Al14-A14.2,
wherein the ice nucleating zone does not include the leading
edge.

Al5. The apparatus of any of paragraphs Al-Al4.4,
wherein the passive deicing structure includes an ice resisting
zone.

A15.1. The apparatus of paragraph A15, wherein the ice
resisting zone is at least one of icephobic, hydrophobic, and
superhydrophobic.

A15.2. The apparatus of any of paragraphs A15-A15.1,
wherein an average surface roughness of the ice nucleating
zone is greater than an average surface roughness of the ice
resisting zone.

A15.3. The apparatus of any of paragraphs A15-A15.2,
wherein a wettability of the ice nucleating zone is greater than
a wettability of the ice resisting zone.

Al15.4. The apparatus of any of paragraphs A15-A15.3,
wherein the ice resisting zone is adjacent the ice nucleating
zone, optionally wherein the ice resisting zone abuts the ice
nucleating zone.

A15.5. The apparatus of any of paragraphs A15-A15.4,
wherein the ice nucleating zone and the ice resisting zone are
in a predetermined pattern on the body and wherein the pre-
determined pattern is configured, preselected, and/or
arranged for selective formation of an ice feature that facili-
tates deicing of the apparatus when the ice feature is subjected
to shear force, optionally shear force of air.

A15.6. The apparatus of any of paragraphs A15-A15.5,
wherein the body includes an airfoil with a leading edge and
wherein the ice nucleating zone is between the leading edge
and the ice resisting zone.

A15.7. The apparatus of any of paragraphs A15-A15.6,
wherein the body includes an airfoil with a leading edge and
wherein the ice resisting zone is separated from the leading
edge by the ice nucleating zone.

A15.38. The apparatus of any of paragraphs A15-A15.7,
wherein the body includes an airfoil with a leading edge and
wherein the ice resisting zone is elongated with an elongated
direction oriented at least one of parallel, substantially paral-
lel, oblique, perpendicular, and substantially perpendicular to
the leading edge.

A15.9. The apparatus of any of paragraphs A15-A15.8,
wherein the passive deicing structure includes a plurality of
ice nucleating zones and a plurality of ice resisting zones.
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A15.9.1. The apparatus of paragraph A15.9, wherein the
plurality of ice nucleating zones and the plurality of'ice resist-
ing zones are in an alternating pattern on the body, optionally
wherein the pattern is at least one of a stripe pattern, a check-
erboard pattern, a spotted pattern, and a tessellation pattern.

A159.2. The apparatus of any of paragraphs A15.9-
A15.9.1, wherein the plurality of ice nucleating zones and the
plurality of ice resisting zones are in a predetermined pattern
on the body and wherein the predetermined pattern is config-
ured, preselected, and/or arranged for selective formation of
anice feature that facilitates deicing of the apparatus when the
ice feature is subjected to shear force, optionally shear force
of air.

Al6. The apparatus of any of paragraphs A1-A15.9.2,
wherein the apparatus is a vehicle, optionally wherein the
vehicle is an aircraft, an airplane, an unmanned aerial vehicle,
and/or a rotorcraft.

A16.1. The apparatus of paragraph A16, wherein the body
includes, optionally is, at least one of a wing, a tailplane, a
horizontal stabilizer, a vertical stabilizer, a fuselage, a propel-
ler blade, and a rotor blade.

Al7. The apparatus of any of paragraphs Al-Al6.1,
wherein the apparatus is a wind turbine.

A18. The apparatus of any of paragraphs A1-A17, wherein
the body includes, optionally is, at least one of an airfoil, a
hull, a casing, a windshield, a nose cone, a radome, and a
superstructure.

A19. The apparatus of any of paragraphs A1-A19, wherein
the exposed surface is an airfoil surface.

B1. A method of manufacturing a passive deicing structure
comprising:

forming an ice nucleating zone on a surface.

B2. The method of paragraph B1, wherein the ice nucleat-
ing zone is formed at a position on the surface to selectively
form an ice feature that facilitates deicing of the surface when
the ice feature is subjected to shear force, optionally shear
force of air.

B3. The method of any of paragraphs B1-B2, wherein the
forming the ice nucleating zone includes coating the surface
with a nucleating coating material including nucleating par-
ticles.

B3.1. The method of paragraph B3, wherein the nucleating
coating material includes at least one of paint, sealant, resin,
epoxy, top coat, lacquer, a polymer coating, an acrylic coat-
ing, and a polyurethane coating.

B3.2. The method of any of paragraphs B3-B3.1, wherein
the nucleating particles include at least one of spheroids,
nanoparticles, platelets, and flakes.

B3.3. The method of any of paragraphs B3-B3.2, wherein
the nucleating particles include organic and/or inorganic
compositions.

B3.4. The method of any of paragraphs B3-B3.3, wherein
the nucleating particles include, or are, one or more of dust, a
mineral, a clay mineral, a silicate, an aluminum silicate, a
phyllosilicate, a tectosilicate, feldspar, kaolinite, montmoril-
lonite, sulfur, and sulfuric acid.

B3.5. The method of any of paragraphs B3-B3.4, wherein
the nucleating particles in the nucleating coating material
have a weight percent of less than 20%, 10%, 5%, 3%, 2%,
1%, 0.5%, 0.3%, or 0.1% and/or greater than 0.01%, 0.03%,
0.1%, 0.3%, 0.5%, or 1%.

B3.6. The method of any of paragraphs B3-B3.5, wherein
the nucleating particles have an average effective diameter of
less than 100 um, 50 pm, 20 pum, 10 pm, 5 pm, 2 pm, 1 pm, 500
nm, 400 nm, 300 nm, 200 nm, or 100 nm, and/or greater than
100 nm, 200 nm, 300 nm, 400 nm, 500 nm, or 1 pum.
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B4. The method of any of paragraphs B1-B3.6, wherein the
forming the ice nucleating zone includes finishing the sur-
face, optionally by at least one of sanding, grinding, ablating,
abrading, ruling, etching, and stippling.

BS5. The method of any of paragraphs B1-B4, further com-
prising forming an ice resisting zone on the surface.

BS5.1. The method of paragraph B5, wherein the forming
the ice resisting zone includes forming the ice resisting zone
adjacent to, optionally abutting, the ice nucleating zone.

B5.2. The method of any of paragraphs B5-BS5.1, wherein
the forming the ice nucleating zone includes forming the ice
nucleating zone adjacent to, optionally abutting, the ice
resisting zone.

B5.3. The method of any of paragraphs B5-B5.2, wherein
the forming the ice resisting zone includes coating the surface
with a resisting coating material.

B5.4. The method of any of paragraphs B5-BS5.3, wherein
the resisting coating material includes at least one of paint,
sealant, resin, epoxy, top coat, lacquer, a polymer coating, an
acrylic coating, and a polyurethane coating.

B5.5. The method of any of paragraphs B5-BS5.4, wherein
the resisting coating material is essentially free of nucleating
particles.

B5.6. The method of any of paragraphs B5-BS5.5, wherein
the resisting coating material has less than 0.1%, 0.01%,
0.001%, or 0.0001% weight percent of nucleating particles.

C1. A method of passively deicing an apparatus compris-
ing:

forming selectively an ice feature on an ice nucleating zone
on a surface of the apparatus; and

subjecting the surface to shear force from air flowing
across the surface to remove the ice feature from the appara-
tus.

C2. The method of paragraph C1, wherein the apparatus is
the apparatus of any of paragraphs A1-A19.

C3. The method of any of paragraphs C1-C2, wherein
subjecting includes moving the apparatus with an air speed
greater than 50 km/h, 100 km/h, 200 km/h, 400 km/h, 600
km/h, 800 km/h, 1,000 km/h, 1,200 km/h, 1,500 knvh, or
2,000 km/h, and/or less than 3,000 km/h, 2,000 km/h, 1,500
km/h, 1,200 knvh, 1,000 km/h, 800 km/h, 600 km/h, 400
km/h, or 200 km/h.

D1. A method of passively deicing an apparatus compris-
ing:

determining a placement of a plurality of ice nucleating
zones and a plurality of ice resisting zones on a surface of the
apparatus, wherein the placement permits selective formation
of an ice feature wherein the placement facilitates deicing of
the apparatus when the ice feature is subjected to shear force,
optionally shear force of air; and

positioning the plurality of ice nucleating zones and the
plurality of ice resisting zones on the surface according to the
placement.

D2. The method of paragraph D1, wherein the apparatus is
the apparatus of any of paragraphs A1-A19.

D3. The method of any of paragraphs D1-D2, wherein the
positioning includes the method of manufacturing of any of
paragraphs B1-135.6.

D4. The method of any of paragraphs D1-D3, further com-
prising passively deicing the apparatus by the method of any
of paragraphs C1-C3.

As used herein, the terms “adapted” and “configured”
mean that the element, component, or other subject matter is
designed and/or intended to perform a given function. Thus,
the use of the terms “adapted” and “configured” should not be
construed to mean that a given element, component, or other
subject matter is simply “capable of” performing a given
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function but that the element, component, and/or other sub-
jectmatter is specifically selected, created, implemented, uti-
lized, programmed, and/or designed for the purpose of per-
forming the function. It is also within the scope of the present
disclosure that elements, components, and/or other recited
subject matter that is recited as being adapted to perform a
particular function may additionally or alternatively be
described as being configured to perform that function, and
vice versa. Similarly, subject matter that is recited as being
configured to perform a particular function may additionally
or alternatively be described as being operative to perform
that function. Further, as used herein, the singular forms “a”,
“an” and “the” may be intended to include the plural forms as
well, unless the context clearly indicates otherwise.

The various disclosed elements of apparatuses and steps of
methods disclosed herein are not required of all apparatuses
and methods according to the present disclosure, and the
present disclosure includes all novel and non-obvious com-
binations and subcombinations of the various elements and
steps disclosed herein. Moreover, one or more of the various
elements and steps disclosed herein may define independent
inventive subject matter that is separate and apart from the
whole of a disclosed apparatus or method. Accordingly, such
inventive subject matter is not required to be associated with
the specific apparatuses and methods that are expressly dis-
closed herein, and such inventive subject matter may find
utility in apparatuses and/or methods that are not expressly
disclosed herein.

The invention claimed is:
1. An aircraft comprising:
a body that includes an aerodynamic component with a
leading edge and an exposed surface, wherein the
exposed surface is exposed to the atmosphere;
wherein the exposed surface includes a passive deicing
structure including:
an ice nucleating zone that is elongated with an elon-
gated direction oriented substantially parallel to the
leading edge and having nucleating particles config-
ured to cause ice to form on the ice nucleating zone;
and

an ice resisting zone that is elongated with an elongated
direction oriented substantially parallel to the leading
edge;

wherein the ice resisting zone is separated from the leading
edge by the ice nucleating zone; and

wherein a wettability of the ice nucleating zone is greater
than a wettability of the ice resisting zone.

2. The aircraft of claim 1, wherein the nucleating zone
includes nucleating particles configured to nucleate disor-
dered ice on the passive deicing structure.

3. An aircraft comprising:

a body that includes an aerodynamic component with a
leading edge and an exposed surface, wherein the
exposed surface is exposed to the atmosphere;

wherein the exposed surface includes a passive deicing
structure that includes a plurality of ice nucleating zones
that is configured to cause ice to form in one or more
predetermined locations on the passive deicing struc-
ture, and wherein each of the plurality of ice nucleating
zones includes nucleating particles configured to nucle-
ate disordered ice on the passive deicing structure.
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4. The aircraft of claim 3, wherein the body includes at least
one of a wing, a tailplane, a horizontal stabilizer, a vertical
stabilizer, a fuselage, an engine cowling, a propeller blade,
and a rotor blade.

5. The aircraft of claim 3, wherein each ice nucleating zone
is configured to transform supercritical water that contacts the
ice nucleating zone into ice that includes a disordered group
of'ice crystals.

6. The aircraft of claim 3, wherein the plurality of ice
nucleating zones is arranged for selective formation of an ice
feature that facilitates deicing of the apparatus when the ice
feature is subjected to shear force.

7. The aircraft of claim 3, wherein each of the plurality of
ice nucleating zones includes nucleating particles preselected
to nucleate disordered ice on the ice nucleating zone.

8. The aircraft of claim 7, wherein the nucleating particles
include at least one of spheroids, nanoparticles, platelets, and
flakes.

9. The aircraft of claim 7, wherein the nucleating particles
include one or more of a clay mineral, a silicate, an aluminum
silicate, a phyllosilicate, a tectosilicate, feldspar, kaolinite,
montmorillonite, sulfur, and sulfuric acid.

10. The aircraft of claim 3, wherein each of the plurality of
ice nucleating zones has a hydrophilic surface.

11. The aircraft of claim 3, wherein each of the plurality of
ice nucleating zones includes a mineralized coating on the
exposed surface.

12. The aircraft of claim 3, wherein at least one of the
plurality of ice nucleating zones is proximate the leading
edge.

13. The aircraft of claim 3, wherein at least one of the
plurality of ice nucleating zones is elongated with an elon-
gated direction oriented substantially parallel to the leading
edge.

14. The aircraft of claim 3, wherein the passive deicing
structure includes an ice resisting zone.

15. The aircraft of claim 14, wherein the ice resisting zone
is separated from the leading edge by at least one of the
plurality of ice nucleating zones.

16. The aircraft of claim 14, wherein the ice resisting zone
is hydrophobic.

17. The aircraft of claim 14, wherein the ice resisting zone
is less wettable than the plurality of ice nucleating zones.

18. An apparatus comprising:

a body with an exposed surface that is exposed to the

atmosphere;

wherein the exposed surface includes a passive deicing

structure that includes an ice nucleating zone that is
preselected to cause ice to form in one or more prede-
termined locations on the passive deicing structure, and
wherein the ice nucleating zone includes nucleating par-
ticles preselected to nucleate disordered ice on the ice
nucleating zone.

19. The apparatus of claim 18, wherein the ice nucleating
zone is configured to transform supercritical water that con-
tacts the ice nucleating zone into ice that includes a disordered
group of ice crystals.

20. The apparatus of claim 18, wherein the passive deicing
structure includes an ice resisting zone that is less wettable
than the ice nucleating zone.
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